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Client Name:  PAXWOOD PTY LTD T/A CLEVER CHOICE DESIGN FLOORS 

Client Address:  UNIT 1/ 164 ADDERLEY STREET, WEST AUBURN, NSW 2144 

 
Sample Description:  HYBRID SHIELD 

The above sample(s) and information were provided by the client. 
----------------------------------------------------------------------------------------------------------------------------- ---------------- 
 
 
 

SGS No.:  SHHL2211052922OT 

Sample Receiving Date:  Nov 16, 2022 

Testing Period:  Nov 16, 2022 - Dec 01, 2022 

Test Requested:  Select test(s) as requested by the client. 

Testing Performed:  Follow selected test(s) as requested by client. 
 

 Test Requirement Conclusion 

1 Formaldehyde Emission See Results 
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Test Result(s):  
 

Test Part Description： 

SN ID Sample No. SGS Sample ID Description 

SN1 A1 SHA22-0036962-0001.C001 
Natural color MDF with black foam with 

wood grain 
 

Remarks: 
(1) 1 mg/kg = 1 ppm = 0.0001% 
(2) MDL = Method Detection Limit 
(3) ND = Not Detected (< MDL) 
(4) “-“ = Not Regulated 

 
Formaldehyde Emission 

Test Method: With reference to AS/NZS 2098.11:2005, analysis was performed by UV-Vis. 
 

Test Item(s) Unit(s) MDL A1 
Formaldehyde Emission mg/L 0.1 0.5 

 
 

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019. 
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Sample Photo: 

 

SHA22-0036962 

 

SGS authenticate the photo on original report only 
*** End of Report *** 
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